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December 23, 2003

Mr. Mike Sand

United Coatings

19011 E.Cataldo
Greenacres, WA 99016

RE: Specific Electrical Insulation Resistance Testing (T3273-01T)
Dear Mike,

Attached is the test report for our test project on the specific resistance and
cathodic disbondment of a protective coating. If you have any questions, feel
free to call me at (614) 761-1214.

Sincerely,

A

Greg Ruschau
Testing Manager




Final Report-1T3273-01 T Specilic Electrical Insulation Resistance Testing

Table 2. Results of specific clectrical insulation resistance test,
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